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Test Results:

ltem Unit RoHS Limit A

Lead (Ph) mg/kg | 1000 M.D.
Cadmium (Cd) mag'kg | 100 N.D.
Mercury (Hg) mg'kg | 1000 N.D.

Chromium (Crvl) | mo/kg | 1000 N.D.

Flame Retardants | Unit RoHS Limit A
FEBs mg/kg 1000 -
MonoBB mg'kg M.D.
==} mag/kag MN.D.
TriEB mag'kg N.D.
TetraBE mg/kg MN.D.
FentaBB mg/kg MN.D.
HexaEBE mag'kg N.D.
HeptaBB mg/kg MN.D.
CctaBBE mag/kag MN.D.
NonaEBB mag'kg N.D.
DecaEBB mag'kg N.D.
FEDEs mg/kg 1000 -
MonoBDE mag'kg N.D.
DIEDE mg/kg MN.D.
TriEDE mg/kg MN.D.
TetraBDE mag'kg N.D.
FentaBDE mg/kg MN.D.
HexaBOE mg/kg MN.D.
HeptaBDE mag'kg N.D.
CectaBDE mg/kg MN.D.
NonaBDE mag/kg MN.D.
DecaBDE mag'kg N.D.*

Specimen Description:

A White ceramic ball

This Test Repart is issuad by the Company subject to its Conditions of Issuance of Test Repaort printed overleaf or attached. The results shown in this
Test Repaort refer only fo the sample(s) tested unless otherwise stated and such sampleis) are retained for 30davs only. This Test Report shall not be
reproduced expactad in full, without written approval of the Company.
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